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A B S T R A C T

In this work we study the degradation of roll-coated flexible inverted organic solar cells in different atmospheres.
We demonstrate that impedance spectroscopy is a powerful tool for elucidating degradation mechanisms; it is
used here to distinguish the different degradation mechanisms due to water and oxygen. Identical cells were
exposed to different accelerated degradation environments using water only, oxygen only, and both water and
oxygen simultaneously, all of them enhanced with UV light. The photocurrent is dramatically reduced in the
oxygen-degraded samples. Impedance measurements indicate that this phenomenon is attributed to defects
introduced by absorption of oxygen, which results in an increase of the acceptor impurity (NA) at the cathode
interface obtained from a Mott-Schottky analysis. Simultaneously, at the anode interface where PEDOT:PSS is
not shielded by the substrate, the nature of degradation differs for the water and oxygen degraded samples.
While oxygen + UV light decreases the conductivity of the PEDOT:PSS layer, water + UV light changes the
PEDOT:PSS work function inducing a depletion region at the anode.

1. Introduction

Organic photovoltaics (OPV) present several advantages such as
lightness, thinness and flexibility [1,2]. Moreover, the active layer can
be deposited onto flexible substrates by solution process techniques,
allowing low-cost manufacturing processes such as roll-to-roll (R2R)
printing for large areas [3–6]. However, OPV technology is limited by
reduced power conversion efficiency (PCE) compared to inorganic cells
[7]. Moreover, OPV suffers from degradation due to atmospheric agents
such as water and oxygen, whose effects are enhanced under illumi-
nation [8–11]. In the last years, several groups have been devoted to
study the effect of these degrading agents, not only in OPV, but also in
dye sensitized solar cells [12,13] and in perovskite solar cells [14,15].
Simultaneously, there has been a great effort to developed robust en-
capsulation techniques and coatings to prevent degradation in oxygen
and water atmospheres, including photopolymerized fluorinated coat-
ings and hybrid coatings [16–18].

The degradation of photovoltaic performance relies on the interplay
between interface and active layer degradation. Earlier stability studies
have shown that device degradation in air is dominated either by the
photo-oxidation of the active material under illumination [19–22] or by

degradation of the interface with the electrodes [10,23,24]. Further-
more, poly(3,4-ethylenedioxythiophene) polystyrene sulfonate (PED-
OT:PSS) is widely used as a selective contact in OPVs. The hygroscopic
nature of this transport layer makes it particularly sensitive to water
and oxygen [25–27], promoting the absorption of water and thus en-
hancing device degradation.

Extensive work has been performed in studying OPV degradation
mechanisms using different characterization techniques such as ima-
ging techniques [28], time of flight secondary-ion mass spectrometry
(TOF-SIMS) [29], characterization according to ISOS-3 protocols under
different illumination conditions (accelerated full sun simulation, low
level indoor fluorescent lighting, and dark storage with daily mea-
surement under full sun simulation) [30] and incident photon-to-elec-
tron conversion efficiency (IPCE) [31]. Impedance spectroscopy (IS) has
been extensively used to study organic solar cell performance, although
its use to study degradation has not been widespread. The aim of this
work is to study the effect of oxygen and water in the degradation of
roll-coated processed inverted organic solar cells by means of IS.

We present a study of an inverted OPV based on salen-based
fluorine polymer (FSP1) [32] blended with phenyl-C61-butyric acid
methyl ester (PCBM) on a polyethylene terephthalate (PET) substrate
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with structure PET/Ag/PEDOT:PSS/ZnO/FSP1:PCBM/PEDOT:PSS/Ag
when exposed to most critical degradation agents: water, oxygen, and
water + oxygen, combined with UV light exposure. The structure is
designed to be low-cost by not employing indium-tin oxide (ITO), while
both the Ag layers are in the form of open grids and consequently do not
block the exchange of gas between the active layers and the atmo-
sphere. This structure therefore experiences different degradation me-
chanisms to other common device structures. Impedance measurements
together with equivalent-circuit analysis and simulation are employed
to gain insight of kinetics and energetic processes governing the device
performance. Moreover, by means of IS analysis, bulk and interfacial
degradation mechanisms are elucidated when exposing the sample to
different environments [33–36]. Furthermore, we find good agreement
between the analysis of small-signal circuital parameters extracted from
impedance, the fit of the J-V curve using DC circuits, and numerical
simulations of band diagrams and J-V curves using the commercial
software Silvaco TCAD.

2. Experimental methods

Devices were fabricated at the Technical University of Denmark and
characterised at the National Physical Laboratory. The devices were
fabricated on a mini roll coater using a slot-die head for the coating of
photoactive layer (FSP1:PCBM) and PEDOT:PSS while a single roll
flexography was used for the deposition of Ag back electrode. Active
layer thickness is t = 400 nm. Further details on the fabrication process
can be found at previous work described in reference [37].

J-V curves and Cole-Cole spectra were measured with a Modulab
XM series Electrochemical System. A Xe-lamp based solar simulator
(conforming to IEC 60904 9:2007 class AAA) and a custom-made LED
system were used for illumination. The latter comprises multiple UV
and visible LEDs and is used to provide controllable irradiance while
minimising sample heating.

Three nominally identical samples from the same batch were sub-
jected to three different accelerated degradation processes. The studies
were performed on unencapsulated devices to execute highly-controlled
accelerated aging without the variability that naturally comes from
encapsulation. To achieve this, samples were degraded and char-
acterised employing unique portable climate chambers capable of
maintaining leak/outgassing rates of< 1 ppm/h for oxygen and water.
The three degradation conditions were oxygen (1% O2), water (0.2%
H2O) and oxygen + water (1% O2 + 0.2% H2O) at ambient pressure in
a balance gas of purified nitrogen. These low concentrations relative to
air were designed to simulate the gradual exposure to contamination,
and have been found to produce quantifiable and reproducible de-
gradation on a convenient timescale. Samples were exposed to these
conditions for 6 days under UV–vis LED irradiation with a UV
(< 400 nm) content of 46±5 W/m2 centred at 380 nm. At all other
times, samples were stored, transported and characterised under con-
trolled conditions with maximum permitted oxygen and humidity of
100 ppm. Such precautions are necessary as very low concentrations of
oxygen and humidity in the presence of light can cause both transient
and permanent changes to device characteristics [38]. A control sample
(fresh) was stored in inert conditions for the sake of comparison. Im-
pedance spectra were recorded by applying a small voltage perturba-
tion (20 mV rms) at a frequency ranging from 1 MHz to 1 Hz in dark
and light conditions for voltages varying from −1 V up to 1 V. Illu-
minated measurements were performed at 1 sun (AM 1.5G, 1000 W/
m2) using the solar simulator and variable irradiance from 0.05 sun up
to 1.5 sun equivalent using the LED system under open-circuit condi-
tions.

3. Results and discussion

Fig. 1 shows the current density vs. voltage (J-V) characteristics
under 1 sun illumination for the three degraded and one fresh samples.

Since the conductivity of ZnO can be changed with exposure to UV
light, all samples were pre-treated with UV irradiation for 1 h before
characterizing in order to maximize power conversion efficiency [8].
The J-V curves of the degraded samples show a decrease in the short
circuit current (JSC) and open circuit voltage (VOC) compared to the
fresh sample, as expected. Particularly, the curves exhibit a large de-
crease of JSC for the samples that have been exposed to oxygen (O2 and
O2 + H2O) compared to the sample that has been exposed only to water
(H2O), in agreement with previous results found by other authors [33].
Moreover, the J-V curve of the (H2O) sample exhibits the well-studied
S-shape that results in a decrease of the fill-factor (FF) [39–41]. This S-
shape is not visible, at least in the fourth quadrant of the J-V curve, for
the oxygen exposed samples (O2 and O2 + H2O). Table 1 summarizes
the DC cell performance parameters.

These differences in the J-V behaviour of samples degraded in dif-
ferent atmospheres suggest that different underlying physical me-
chanisms are taking place and will be discussed later in the article.

Fig. 2 shows VOC versus light intensity for the differently degraded
samples. The ideality factor of each cell can be obtained from the slope
of the linear fit. In the case of the H2O + O2 aged sample, the change of
the slope at low light intensity may suggests a shunt resistance, so the
ideality factor was calculated avoiding these low light intensities. Si-
milar ideality factors can also be obtained from the dark J-V curves,
however by using the measurements at open circuit conditions the ef-
fect of the series resistance has been avoided. Results are shown in
Table 2.

It is apparent from the comparison of the slopes of all samples that
those that have been exposed to oxygen (O2 and O2 + H2O) exhibit a
higher ideality factor. This result again suggests that the dynamical
mechanisms taking place in the oxygen-degraded samples differ from
those occurring in samples exposed to water. Previous theoretical and
experimental investigations have linked high ideality factors to the
formation of charge traps or shunts [42–45].

In order to gain a deeper insight of the physical mechanisms gov-
erning the device, we analyse the dark impedance data using a Mott-
Schottky analysis at reverse and low forward bias when no significant
charge is injected. For sufficiently thick samples, Mott-Schottky analysis
gives information about the flat-band potential (Vfb) and acceptor im-
purity density (NA) in the region of the metal cathode. The technique is

Fig. 1. Experimental J-V characteristics under AM1.5G illumination of fresh and de-
graded samples in different atmospheres: H2O, O2 and O2 + H2O (all combined with UV
light). Device area = 1 cm2.

Table 1
Photovoltaic parameters of degraded and fresh cell under AM1.5G illumination.

Fresh H2O O2 H2O + O2

VOC (V) 0.71 0.63 0.59 0.63
Isc (mA) 5.3 4.13 0.66 0.67
FF (%) 45.8 39 41.3 41.4
Pmax (mW) 1.89 1.24 0.17 0.2
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only sensitive to doping in the contact depletion region, and is unable to
confirm whether the doping is confined to one contact, or is distributed
throughout the polymer. According to Kirchatz at al. [46], for devices
thicker than 100 nm the determination of the doping density from the
Mott−Schottky analysis becomes reliable even with low doping con-
centrations NA~1016 cm−3. The overall capacitance has been extracted
from the Cole-Cole curves in dark condition at reverse and low forward
bias. This capacitance is attributed to the depletion region due to the
band bending at the cathode contact and follows a voltage dependence
according to the Mott-Schottky expression [47],

=
−−C

V V
A qεε N

2( )fb

A

2
2

0 (1)

where Vfb is the flat-band potential at the cathode, NA is the acceptor
impurity density, A is the area (∼ 1 cm2), V the applied voltage, ε and
ε0 are the dielectric constant and vacuum permittivity respectively The
dielectric constant is estimated from the geometrical capacitance

=( )ε C t
Aε0

at negative voltages with active layer thickness t = 400 nm,
leading to values around ε = 3.5–4 for all the samples. Fig. 3 shows the
fit of the capacitance using Eq. (1). This figure shows that the capaci-
tance of the oxygen-degraded samples (O2 and O2 + H2O) is one order
of magnitude higher than the samples degraded in a humid atmosphere
(H2O) indicating a larger NA for the oxygen-exposed samples (O2 and
O2 + H2O). Previous studies have observed that ZnO surfaces are ex-
pected to incorporate oxygen easily when exposed to oxygen

atmosphere [10], while this process is partially reversed by UV light
exposure in air and almost completely reversed by UV light exposure in
vacuum [48,49]. In this work, degradation was performed by exposing
the samples for six days to a dilute O2 atmosphere and UV light si-
multaneously. Whereas a priori one would expect both processes,
oxygen absorption/deabsorption to compete concurrently, the increase
of NA observed empirically lead us to conclude that there is in fact a net
incorporation of oxygen into the sample. This larger NA could in turn
result in the formation of additional trapping centres throughout the
junction depletion region in the polymer, in agreement with the high
values obtained for the ideality factors of the oxygen-degraded samples
(O2 and O2 + H2O).

Moreover, the capacitance-voltage measurement in the Mott-
Schottky context provides a direct estimation of the width of the de-
pletion zone according to Eq. (2). Table 3 summarises these data from
the Mott-Schottky analysis.

=W A
ε ε Cr 0 (2)

Dibb et al. concluded by means of numerical simulations that charge
collection in the drift-driven space charge region is more efficient than
charge collection by diffusion in neutral regions [50]. Moreover, in the
neutral regions the recombination of minority carriers increases with
the doping level, contributing to the loss in photocurrent [51]. In this
context, the lower Jsc presented by the oxygen-degraded samples (O2

and O2 + H2O) can be attributed to a less efficient charge collection
due to a thinner high field depletion region (around 25 nm at short-
circuit). In addition, the neutral region width (where charge collection
by diffusion is not efficient) increases in the oxygen-degraded samples
compared to the fresh sample, resulting in higher recombination. In
contrast, water-degraded samples (H2O) with depletion width around
100 nm exhibit a higher Jsc, with no significant difference compared to
the fresh samples.

We can conclude that the increase of NA in the oxygen exposed
samples worsens the carrier drift driven transport and charge extrac-
tion, while the photocurrent of the water degraded cell remains almost
unchanged with respect to the fresh sample.

This is in agreement with previous results using spectroscopy
techniques obtained by Krebs et al. concluding that inverted devices
fabricated with R2R were more sensitive to oxygen while standard
device structures were more sensitive to water [52].

Fig. 4 shows the impedance spectra in dark conditions from 1 Hz up
to 1 MHz for the fresh and degraded samples at different biases around
the open circuit voltage. Symbols show the experimental data and solid
lines correspond to the fit using circuit A of Fig. 5. This circuit is
composed of a series resistance Rs modelling ohmic losses at contacts
and wires, recombination resistance R1, transport resistance R2, geo-
metrical capacitance C2 and a constant phase element (CPE) C1 with

=ZCPE CPE iω
1

( )( )T CPEP( ) that models a non-ideal chemical capacitance due
to injected charges in the active layer. Since most of our simulations
result in CPEP ranging from 0.9 up to 1, CPE approximates to a capa-
citor with CPET being the capacitance value C1. All samples show a high
frequency arc modelling the carrier diffusion transport attributed to the
unusually large active layer thickness, t = 400 nm. This high frequency
feature is associated to the diffusion time defined as =τ R Cd 2 1. The
circuit A of Fig. 5 fits accurately to the impedance of fresh samples, with

Fig. 2. Open circuit voltage versus light intensity for the different degraded samples.
Ideality factor is obtained from the slope m as =n mq

KB T
. The small difference in VOC values

with those shown in Table 1 are due to the different illumination systems.

Table 2
Ideality factors obtained from the fits shown in Fig. 2 for different degraded samples.

Fresh H2O O2 H2O + O2

n 1.34 1.46 2.46 3.4

Fig. 3. Mott-Schottky fit of Eq. (1) using the capacitance extracted from the impedance
measured in dark conditions versus bias voltage.

Table 3
Flat band potential, acceptor impurity density and width of the depletion region at low
voltages obtained from the fit shown in Fig. 4 for all samples.

Fresh H2O O2 H2O + O2

Vfb (V) 0.73 0.63 0.59 0.63
NA(cm−3) 2.95 × 1016 3.33 × 1016 3.94 × 1017 3.07 × 1017

W(nm) 100 85 26 30
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the low-medium frequency arc related to the recombination mechanism
and its associated time defined as =τ R Crec 1 1. However, circuit A does
not provide good fits in the low-medium frequency arc for the oxygen
and water exposed-samples. In order to obtain more accurate fits of the
degraded samples, we propose to include an extra R3C3 displayed in
circuit B of Fig. 5 and shown as dashed lines in Fig. 4. The behaviour of
these additional parameters will provide important information on the
nature of degradation mechanisms in the different samples.

Fig. 6 shows the voltage dependence of the parameters obtained
from the fit of circuits A and B to impedance data of fresh and degraded
samples, respectively, in dark conditions. Recombination resistance R1

decreases with voltage as expected. Moreover, we find that this re-
sistance decreases several orders of magnitude when it is obtained from
impedance data under illumination (R1~2600 Ω for the oxygen de-
graded samples (O2), and R1~500 Ω for the fresh and water exposed
(H2O) sample at zero bias), which is attributed to an increase of pho-
togenerated carriers indicating that R1 is associated to the organic ac-
tive layer. Transport resistance R2 also decreases with voltage and ex-
hibits a larger value for the water only (H2O) degraded sample,
indicating that carrier diffusion is limiting transport in this sample [36].
Chemical capacitance C1 increases with injected charge as voltage in-
creases, while the geometrical C2 capacitance remains almost constant.

Regarding the additional parameters included in circuit B, samples
exposed to oxygen exhibit values of R3 and C3 that remain almost
constant (C3 slightly decreasing) with voltage. However, R3 and C3 for
the water degraded samples vary significantly, R3 decreasing and C3

increasing with voltage. These differences in the parameters voltage
dependence of the oxygen and only water degraded samples again in-
dicate that different physical mechanisms are taking place. Previous
studies with similar inverted device structures concluded that the de-
gradation of the PEDOT:PSS layer is the main cause of device failure
[10]. Further works have also concluded that the increase of the sheet
resistance of the PEDOT:PSS even in encapsulated samples is the main
cause governing the degradation of the cell upon UV exposure, and that
the increase of the PEDOT:PSS resistance was found to be accelerated
drastically for unencapsulated devices [53]. In this study, PEDOT:PSS is
present in both contacts, however the cathode (PEDOT/ZnO) is
shielded by the PET substrate while the anode was directly exposed to
the degradation agents. In this context, authors believe that R3C3 is
more likely to be associated to a degradation mechanism occurring at
the anode. In the case of the oxygen degraded sample (O2), the ap-
pearance of bias independent R3 suggests a decrease of conductivity of
the PEDOT:PSS layer at the anode with respect to the fresh sample.
Moreover, if the PEDOT:PSS conductivity decreases, charges may be
accumulated at this contact since they are less efficiently transferred
resulting in an additional capacitance layer modelled by C3 [10]. Both
parameters, R3 and C3, do not significantly change with voltage.
However, in the case of the water only degraded sample, both R3 and C3

vary with bias, suggesting that the nature of the degradation differs
from a simple increase of PEDOT:PSS resistivity. In a previous study,
Koch et al. show that residual water in PEDOT:PSS leads to a reduction
of the work function due to an induced dipole formation [27]. More-
over, Norman et al. argue in the same direction suggesting that when
PEDOT:PSS is exposed to humidity, reorganization of molecules at the
interface may change the effective work function by the formation of a
dipole layer at the PEDOT:PSS/active layer interface [10]. In this work,
the fact that R3 and C3 decrease and increase with bias, respectively,

Fig. 4. Impedance spectra under dark conditions at different
voltages. Solid and dashed lines show the fit to circuits A and
B of Fig. 5 respectively.

Fig. 5. Equivalent circuits used to fit impedance spectra of Fig. 4.
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strongly indicates a formation of a depletion region at the anode
PEDOT:PSS/active layer interface due to a lowering of the PEDOT:PSS
work function of the water degraded samples. This is supported by the
appearance of an S-shape in the J-V curve in the water degraded
samples that has been widely modelled with a circuit composed of a

counter diode in series with the main diode, see inset of Fig. 7
[41,54–56].

In order to corroborate this hypothesis, Fig. 7a shows the fit of the J-
V curve under 1 sun illumination AM1.5G of the water-degraded
sample (H2O) with the two-diode circuit of the inset. Fig. 7b shows a

Fig. 6. Evolution of circuit parameters with bias voltage obtained
from the fit of impedance data in dark conditions.

Fig. 7. a) J-V curve under 1 sun illumination
AM1.5G of the water-degraded sample (symbols)
and fit using the circuit of the inset (solid lines). b)
Comparison of resistances obtained from the fit of
the impedance spectra at 1 Sun using circuit B in
Fig. 5 and resistances obtained from the fit of the J-V
at 1 sun using DC circuit of the inset.

Fig. 8. a) Energy levels, b) band diagram varying the PEDOT:PSS work function of the anode in dark at 0 V, and c) corresponding J-Vs at 1 sun simulated with Silvaco TCAD.
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comparison between resistances obtained from the fit of the J-V curve
and Cole-Cole spectra under 1 Sun illumination using the DC and AC
circuits, respectively. The forward diode (d1) is associated with the
bulk recombination and transport (associated in AC to circuit A of
Fig. 5) and the counter diode (d2) is associated to the depletion region
formed at the anode responsible for the S-shape (associated in AC to
R3C3 to circuit B of Fig. 5). The dynamical resistances of the forward
and counter diodes are rd1 and rd2 respectively, given by =

⎛
⎝

⎞
⎠

rd
nV

I exp

T
V

nVT
0

.

It follows that the resistance R3 obtained from the fit of the Cole-Cole is
related to the parallel combination of Rp2 // rd2 obtained from the DC
fit. In the same way, the sum of recombination and transport resistances
obtained from the fit of the impedance, R1 + R2, is related to the
parallel combination of Rp1 // rd1 of the main diode obtained from the
fit of the J-V. Fig. 7b shows a good agreement when comparing R3 with
Rp2 // rd2, and R1 + R2 with Rp1 // rd1 supporting the hypothesis of the
formation of a depletion zone at the anode.

In order to illustrate the above discussion, Fig. 8 shows the results of
a simulation of the band diagram and the corresponding J-V using the
commercial software Silvaco TCAD varying the PEDOT:PSS work
function of the anode from 5.2 to 4.5 eV. According to semiconductor
physics, the Fermi level of the active layer, EF ≈ 5 eV (simulations
show that the Fermi level of the p-type blend is located 0.36 eV above
the HOMO of the PCBM) has to equal the anode work function when
both materials are put in contact. As long as the anode work function is
equal or above the Fermi level of the blend, i.e., 5 eV or higher (in
absolute value), the band diagram remains flat or bends slightly up-
wards close to the anode, allowing an ohmic contact for holes (fresh
sample, Fig. 8b). When the anode work function decreases below the
Fermi level of the blend (below 5 eV), the band diagram bends down-
wards resulting in the formation of an energy barrier for hole extraction
that is directly related to the appearance of the S-shape (Figs. 8b and
8c). According to these simulations, we estimate a decrease of 0.3 −
0.4 eV (in the range from 5.2 − 5.1 eV to 4.8 − 4.7 eV) of the PED-
OT:PSS work function at the anode for the water degraded sample, in
agreement with the appearance of a ~100 nm thick depletion region
and a reduction of 0.1 − 0.2 V in VOC.

There is a question remaining unanswered as to whether or not the
sample degraded with both water and oxygen (H2O) also shows the
formation of a depletion region at the anode since R3 and C3 associated
to this sample do not significantly vary with voltage. Moreover, no S-
shape appears in the J-V curve, at least in the fourth quadrant. The
authors believe that degradation mechanisms due to water and oxygen
occur in parallel. In terms of circuit modelling this is represented by two
parallel resistances, with total resistance dominated by the smaller of
the two. Fig. 6 shows that R3∼500 Ω for the oxygen degraded sample
(O2) while R3∼2000 Ω for the water degraded sample (H2O) at zero
bias. This suggests that when both water and oxygen are present, the
degradation process is dominated by oxygen and so is reflected in
R3∼500 Ω for the oxygen and water degraded sample (O2 + H2O). In

summary, based on the previous analysis, it is proposed that although
the effect of water in the PEDOT:PSS anode interface might be occur-
ring, it is being screened by the oxygen. Moreover, the effect of oxygen
in the J-V curve results in a large decrease of the photocurrent, which is
manifested in the DC model by a negligible current flowing through the
counter diode, and thus, no S-shape can be seen in the water and
oxygen degraded sample (O2 + H2O). This is in agreement with results
from previous studies that concluded that R2R inverted structures were
more sensitive to oxygen than water [52].

In order to study the effect of the different degradation agents on the
active layer, the chemical capacitance has been analysed and related to
the density-of-states (DOS). In a first approximation, the DOS gn of an
organic semiconductor is described with a Gaussian function given by
Eq. (3) [57–61].

− = ⎡
⎣⎢

−
− ⎤

⎦⎥
g E E N

πσ
exp E E

σ
( )

2
( )

2n L
n

n

L

n

2

2 (3)

where Nn is the total density of states, EL is the centre of the DOS and σn
is the width of the DOS associated with the material disorder. More-
over, the dependence of the chemical capacitance on VOC resembles the
DOS. Fig. 9 shows the fits of the chemical capacitance extracted from
the Cole-Cole spectra under illumination at VOC to Eq. (3).

It is worth noting that whereas the fits shown as solid lines in Fig. 9
may serve as guide lines, the absolute value of σn obtained from the fit
may present great uncertainty. The increasing trend of σn for the (O2)
and (O2 + H2O) exposed samples (~ 150–250 meV) with respect to the
fresh one (~ 65–85 meV), indicates an increasing degree of disorder
that might be attributed to the trapping distribution introduced by the
oxygen-induced defects. The centre the Gaussian DOS for all samples
lies around EL = 0.65–0.85 eV. According to Belmonte et al. this value
can be viewed as an effective ELUMO for PCBM relative to the Fermi
level of holes in the polymer, and it sets the upper limit for VOC [58].

4. Conclusions

We conclude that equivalent circuit modelling of electrical AC and
DC measurements is a non-destructive analysis tool to obtain quanti-
tative information about the change in the energy levels, defects density
and conductive properties associated with different degradation me-
chanisms taking place in the device. In this work we have studied de-
gradation of a low cost ITO-free flexible organic solar cell using
PEDOT:PSS at both contacts. However, the fact that PEDOT:PSS is
highly sensitive to oxygen and water dramatically affects device sta-
bility.

The absorption of oxygen in the oxygen degraded samples results in
an increased density of defects obtained from Mott-Schottky analysis,
which in turn results in a large decrease of the photocurrent. Moreover,
the obtained ideality factor indicates that these defects may act as re-
combination trapping centres.

In order to obtain accurate impedance fits of the degraded samples,
an additional parallel element R3C3 was added to the main circuit.
Furthermore, the different voltage dependence of circuital parameters
obtained from the impedance reveal that PEDOT:PSS at the anode in-
terface is being affected differently by oxygen and water. For the
oxygen degraded samples (O2 and O2 + H2O), R3 and C3 are voltage
independent suggesting that oxygen is increasing the PEDOT:PSS layer
resistivity. However, for the water degraded sample (H2O), R3 and C3

decreases and increases with voltage, respectively. This voltage de-
pendence indicates the appearance of a depletion region at the anode,
which is in agreement with previous studies concluding that
PEDOT:PSS work function is lowered by the reaction with water. This
hypothesis is in good agreement with the appearance of an S-shape in
the J-V curve of the water degraded sample (H2O) that has been suc-
cessfully modelled with a two-diode circuit.

Fig. 9. Gaussian DOS at the LUMO of PCBM obtained by fitting the chemical capacitance
extracted from impedance at VOC under different irradiances to Eq. (3).
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